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ABSTRACT 

The effects of surrounding a fueled capsule mock-up with a tank 
f i l l ed  with D20 were t e s t ed  i n  the HT-2 t es t  hole of the Plum Brook 
Mock-up Reactor. 
neutron f lux by a fac tor  of 2.4 a t  the f u e l  region, and a factor  of 11 
on the side of the test  hole facing away from the core. 
of the capsule wall and the fuel ,  as well  as the gamma heating were 
a l s o  investigated. 

Replacing the H20 with D20 increased the thermal 

The e f fec ts  

SUMMARY 

The f e a s i b i l i t y  of increasing the thermal neutron flux l eve ls  i n  
an experiment capsule by replacing H20 w i t h  D20 was investigated i n  the 
HT-2 test  hole of the Plum Brook Mock-up Reactor (MUR) . 
four experiments were run using a capsule surrounded by a tank f i l l ed  
with D20. 
the experiment capsule, 

A series of 

This tank replaced most of t he  water normally surrounding 

The first m e r i m e n t  used a f u e l  assembly, a s ta in less  steel 
capsule l i ne r ,  and the D20 tank. 
the  first except that the I&O was replaced by l i g h t  water, The th i rd  
experiment was l i ke  the first, but without the  s t a in l e s s  steel l i n e r ,  
This simulated an aluminum or  zirconium walled capsule. The fourth 
experiment determined the e f fec t  of f u e l  loading on the flux dis t r ibu-  
t i on  and differed from the f'irst only i n  t h a t  the f u e l  assembly con- 
ta ined no fuel .  

The second experiment was iden t i ca l  t o  

The r e s u l t s  of the experiment show that surrounding the experiment 
capsule with D20 instead of l i g h t  water increases the thermal 5lu.x in-  
cident on the f u e l  by a factor  of 2.4 t o  L,13x1013 neutrons/cm per 
second. 
core) the thermal neutron flux increased by a fac tor  of 11 t o  
3.5~30~3 neutrons/cm2 per second when D20 was used., 

I n  posi t ions parallel t o  the HT-2 axis but  away from the reactor  
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The f u e l  causes a f lux  depression of about 31percent  between 
the three f u e l  pins, and about 34 percent a t  t he  f u e l  pin surface, 
The r a t i o  of the f lux  incident on the fuel t o  the flux a t  the  center 
of the fuel was 2.9 t o  1. The 0.250-inch (0,635-cm) thick s ta in less  
steel  l i n e r  caused a flux drop of about 40 percent across the w a l l .  

The gamma heating dis t r ibut ion is  similar t o  the thermal neutron 
flux dis t r ibut ion except near the fuel. 
radiat ion f’rom the fuel increases the gamma heating instead of caus- 
ing a depression as occurs i n  t h e  neutron flux, Gamma heating i n  the 
IET-2 tes t  hole ranged from about 3*5 watts/gram n e w  the reactor  core 
center l ine t o  about 0.3 watts/gram at  28 inches (71 cm) east o f  the 
core centerline,  

Here the  secondary gama 

INTRODUCTION 

The Plum Brook Reactor i s  a 60 MW test reactor wtth a core composed 
of a 3 by 9 array of MTR type f u e l  elements cooled by l i gh t  water. The 
reactor  has many tes t  holes fo r  i r rad ia t ion  experiments. Some are 
located i n  the core and primary re f lec tor  whEle others are i n  the  water 
on the  sides of the core. The tes t  holes i n  the water region have an 
uneven f lux  d is t r ibu t ion  across the hole due t o  neutron absorption i n  
the  H20. This report  describes a set of  experiments that were conducted 
t o  reduce the flux drop o f f  across t es t  hole HT-2 where the f lux  drop i s  
more than a factor  of ten,  HT-2 i s  a 12-inch tes t  hole running horizon- 
t a l l y  i n  the water region adjacent t o  the core. 
replace as much of the H20 as possible i n  the tes t  hole with D20. 
H20  w i l l  remain i n  the tes t  hole because it i s  required t o  cool the 
test  hole and experiment parts, 
at the University of Michigan on their swimming pool reactor ( r e f ,  1). 

The method used was t o  
Some 

This  method has been used successfully 

The tests were conducted i n  the Plum Brook Mock-up Reactor (MOR) 
which i s  a low power mock-up of  the  60 MW Plwn Brook Reactor, 
e f fec t  of replacing H20 w i t h  D20 was measured with a simulated eircula- 
t i ng  gas capsule i n  the  test  hole ( r e f .  2), 
capsule wall material on the flux was also measured. 

The 

The e f fec t  of f u e l  and 

DESCRIEYIIION OF THE ~~~~ 

This section describes the Mock-up Reactor (MUR)> the apparatus 
used t o  conduct the experiments i n  the  MUEl, and l a s t ly ,  describes the  
experiment configurations 
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The Mock-up Reactor (MUR) 

The MUR ( f i g .  1( a)  and (b) )  i s  a low power, swimming pool type of 
It reactor  located a t  the Plum Brook Reactor (PBR) f a c i l i t y  (ref,  3) .  

i s  dimensionally iden t i ca l  t o  the  PBR, which it is  designed t o  simu- 
l a t e .  The MUR contains 27 f u e l  elements when f i l l y  loaded, i den t i ca l  
t o  those used i n  the PBR. 
natura l  convection and also serves as moderator and as secondary re- 
f l ec to r .  Beryllium ac t s  a s  the  primary r e f l ec to r ,  Typically, the  MUR 
is  operated a t  10 KW. 

Eight water cools the f i e 1  elements by 

The core used i n  the MUR at the time o f  the experbents  was de- 
signated MUR-G. 
amount of U235 ( i n  grams) per f i e 1  element i n  core G indicated,  

Figure l ( b )  shows a top view o f  the MUR with the 

The €E-2 t e s t  hole i s  i n  the same location as i n  the  pBR+ Ex- 
periments a re  lowered from the surface of the pool t o  an inser t ion  table. 
A hand crank located at  the edge of the pool operates the inser t ion  
mechanism which loca tes  the experiment w i t h i n  HT-2. 

Experhent Apparatus 

The experiment apparatus ( f ig .  2)  consisted of fou r  major parts: 
the  experiment canister,  the D20 tank, t he  experiment capsule, and the  
f u e l  assembly, 
capsule which res ted  i n  a hole passing through the D20 tank, 
three parts were inser ted  i n t o  the experiment canister.  

The f u e l  assembly was placed ins ide  the  Etxperiment 
These 

Ekperbent canis ter ,  - A l l  exgerimental assenblies were contained 
This canis ter  f i t  inside the  HT-2 

The 
i n  an aluminum experiment canis te r ,  
test hole and had a handle which engaged the inser t ion mechanism, 
canis ter  was 3g05-inches (lOO,O-@m) long, with an outside dimeter of 
11.25 inches (28,6 a> and a usable inside d%meter of 10,22 inches 
(26.0 me). 
was threaded t o  mate wi th  a f l a t  p l a t e  which provided a sea l  with an 
O-ring. However, f o r  t h i s  s e r i e s  o f  experiments, cooling water was 
allowed t o  enter  the canis ter .  

One end had a welded hemispherical head, and the other end 

D20 tank. - Figure 3 shows ti cross section of the 10-inch 

(25;4 cm) D 0 tank, 
3 e 65-inch (8.29-cm) diameter a x i a l  hole t o  accomodate the  experiment 
capsule. This hole was of f se t  2,25 inches *om the tank axis toward 
the  core. 
(0.475 cm) also passed through the tank i n  .the 
inser t ion  of the  dosimeters i n to  the tank i n t e r i o r ,  
tank were m a d s  o f  aluminum. 

This  tank was 28-inches (71-an) long and had a 

Eight tubes wi th  an outside diameter of 0,187 inch 
ia%l direct ion t o  &low 

K L l p ~ t 8  of t he  
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Experiment capsule. - The experiment capsule contained the  capsule 
tes t  section, which includes the s ta in less  steel l i ne r ,  the  f u e l  pin 
holder, and the f u e l  pins. These are shown i n  a cross sect ional  v i e w  
i n  f igure 4. 
(8.9 cm) i n  diameter w i t h  a 0.375-inch (0.935-cm) thick w a l l  and 36- 
inches (91.5-cm) long. One end was closed w i t h  a hemispherical weld 
cap, while a threaded plug provided access t o  the inside at  the other end. 
An O-ring sealed the  capsule when the plug was i n  place. 

The experiment capsule was an aluminum cylinder 3.5 inches 

A stainless steel  l i n e r  f i t  the inside o f  the experiment capsule t o  
mock up the  w a l l  of  the circulat ing gas capsule. This l i n e r  was made 
from a tube 32.5-inches (82@3-cm) long, with an outside dietmeter of 
2.75 inches (7.0 cm) and a wall thickness of" 0,25 inch (0,635 cm). 

Fuel assembly. - The fue l  assembly shoh-n i n  f igure 5 consisted of 
three parts:  the fuel pin holder, the fuel  pins, and 'Ghe spacer pieces. 
The assembly f i t  inside the  experiment capsule, either with the s ta in-  
less steel  l i n e r  i n  place or with it removed. 
section of the fue l  assembly inside the experiment capsule. 

Figure 4 shows a cross 

The fuel pins were made by ro l l i ng  a 2-inch (5-m) wide s t r i p  of  
uranium f o i l  on a 3/; 6-inch (0,475 an) outside diameter aluminum tube, 
The uranium was 93.2 percent enriched U235, and weighed about 9 grams 
per f u e l  pin. 
slipped inside a 0.500-inch (1,27-cm) diameter by 0.035-ineh (0,089-em) 
w a l l  thickness s t a in l e s s  s teel  tube. This tube was 11-inches (27.7-an) 
long, and mocked up the gas coolant flow guide. 

The rol led up f o i l  and the aluminum tube were then 

The f u e l  pin holder ( f i g .  5) was made from a molybdenum shell 
( f ig .  4)  and two end p la tes ,  
inside diameter o f  1.5 inches (3.8 cm) and a wall thickness of  0.@4 
inches (0,238 cm) e 

end had a groove f o r  a retaining r ing on the inside dieuneter. 
o f  t he  she l l  were closed by a circular  s t a in l e s s  steel disc 1.5  inches 
(3.8 an) i n  diameter and 0.250-inch (0.635-~m) thick.  
pins attached 'Go each disc  and spaced 120 degrees apart on a 0.438-inch 
(l*ll-cm) radius c i r c l e  positioned the fuel pins inside the fuel p in  
holder. 

The molybdenum shell  was a tube w i t h  an 

One end was threaded on the outside, while the  other 
The ends 

Tbee aluminum 

An aluminum rod positioned the fuel pin holder &xially inside the 
experiment capsule. 
through holes i n  the end plates of the fuel p in  holder and extended t o  
both ends of the experiment capsule, This permitted the fuel pin holder 
t o  sl ide along the rod t o  the desired axial posit ion,  where it was then 
locked i n  place. 

The 0.250-inch (0.635-an) diameter rod passed 

Two s ta in less  steel spacer r ings centered the fuel pin holder within 
the experiment capsule. One set of  r ings was used with the s t a in l e s s  
steel l i n e r  i n  place, while the other set wars used when the l i n e r  was 
removed from the capsule. The r ings  were held by set screws. 
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Teit  Configurations 

Four d i f fe ren t  configurations were tested. The first (run 1) used 
the D20 tank, the mock-up fuel assembly and the s ta in less  steel l i ne r .  
The second configuration (run 2) was the same as run 1 except that  the 
D20 ~9.: replaced by l i g h t  water. 
and subst i tut ing an aluminum and p l a s t i c  rack. This rack held the ex- 
periment capsule and the dosimeters i n  the same posit ions as the tank, 
During the experiment the rack was immersed i n  the  core water. 

This was done by removing the D20 tank 

The t h i r d  configuration (run 3)  again differed *om run 1 only i n  
one respect.  
order t o  mock up an aluminum or zirconium capsule instead of  the s ta in-  
less steel capsule. The last configuration (run 4) was similar t o  run 1 
except the f u e l  pins were removed and ilwnmy pins containing no f u e l  were 
inserted.  This test was run t o  determine i f  the fuel signif icant ly  per- 
turbed the flux. 

For th i s  run the s t a in l e s s  s teel  l i n e r  was removed i n  

Thermal Neutron Flux Measurements 

The thermal neutron flux levels were measured with gold f o i l s  and 
wires and uranium-aluminum al.10~ wires. 
(1.27-cm) long and 0,03 inch (0.076 cm) i n  diameter, while the f o i l s  
were d i sc  shaped w i t h  a dfmeter of 0,250 inch (0,635 cm) and a thick- 
ness of  0.005 inch (0,013 an> * 

The gold wires were 0,5-inches 

Several. of the gold wires had cadmium sleeves. These were mounted 
at  random throughout the experiment capsule and the QO tankank, 
pose was t o  measure the fast flux, as the cadmium sleeves absorbed 
neutrons with energies below 0,5 MeV. 
of the fast f lux  t o  the  t o t a l  neutron f lux  was obtained, and thus pro- 
vided a correction factor  f o r  the betre gold wires which measured the t o t a l  
f l u0  

Their pur- 

From these measurments the r a t i o  

The uranium-aluminum al loy wires had the %me dimensions as the 
gold wires. 
f i ss ion  rate direct ly ,  which could then be converted t o  the thermal 
neutron flux, thus providing a check for  the gold measurements. 
uranium-aluminum a l loy  wires were used i n  the  f u e l  region of" the experi- 
ment capsule, where they were interspersed among the gold wires, 

The uranium-aluminum wires were used i n  order t o  obtain the 

The 

The foils were used on the outside surfaces of both the D20 tank 
and the experiment capsule. 
being rubbed off during the assembly. The wire dosimeters were used i n  
the remaining positions,. 
the  tubes passing through the  D20 tank and i n t o  the fuel pin tubes were 

Their f l a t  shape reduced the changes of 

Wire d o e h e t e r s  which were t o  be Lnserted in to  



taped to 1/16-inch (0.159-em) diameter aluminum welding rod. 
allowed both accurate positioning ax ia l ly  and easy iiiounting and removal 
of the dosimeters. 

mis 

The posit ion of each dosimeter within the experiment capsule i s  
given by the following code. 
perpendicular t o  the test hole axis is  indicated by a capi ta l  le t ter ,  
These locations are shown i n  figures 3 and 4. 
indicated by a s t a t ion  number as shown i n  f igure  2. 
represents the axial distance east of  the reactor center U n a  I n  inches. 
The locat ion le t ter  and the s t a t ion  number together then give a unique 
posit ion fo r  each dosimeter. 

The location of the dosimeter i n  a plane 

The a x i d  posi t ion i s  
The s t a t ion  number 

Tables I t o  IV give the location and s t a t ion  number of each dosi- 
meter used, along with the measured thermal neutron flux value. 
should be noted that the f lux  measurements at  the  f u e l  surface 
(locations U1, U2, and U3) and on the center rod (location A) were made 
with dosimeters facing the core. 

It 

Following the i r radiat ion,  the  dosimeters were counted on a 
512-channel pulse-height analyzer using a sod5.m iodide c r  seal, The 
analyzer gave the number of counts under the gold 198 ( A U ~ ~ ~ )  photopak 
f o r  the gold dosimeters. 
following a 5 day decay period. The pulse-height nalyzer counted the 
ac t iv i ty  of  the f i ss ion  product lanthanum 140 (La1to) and barpium 140 
( BaL40). 

The uranium-aluminum al loy wires were counted 

The count data, elapsed time from reactor  s c r m  t o  counting, dosf- 
meter data (mass and material), dosimeter posi t ion relative t o  the 
sodium iodide crystal ,  i r rad ia t ion  time and reactor power level are 
used as input fo r  a computer progrm. This  program calculates the 
absolute disintegration rate of" each dosimeter. 
rate t o  the scram t i m e  and calculates the flux per watt o f  reactor  power. 
The program then p r in t s  out  the neutron flux adjusted t o  a reactor  power 
of  60 MW and the equivalent f i s s ion  power generation at 60 MW. 
program calculates the thermal f lux  by correcting the cadmium-covered 
data for  thermal neutron leakage through the covers and subtracting the 
cadmium-covered data *om the bare fo ld  data, Another program performs 
a similar analysis using the  uranium-aluminum dosimeters, 

$t then corrects t h i s  

The 

Gamma Heating Measurements 

The gamma heating was measured by LfF thermoPuminescent dosimeters 
(Tm)8 
0.25 inch (0.635 a) long, 
( locat ions O,P,Q, and R )  and the experiment capsule surface (locations 
D,ESF, and G) because the i r  thickness in te r fe red  w i t h  the  s l id ing  fit of  
the  t e s t  pieces. 

These were short  p l a s t i c  rods 0.04 inch (0.1 cm) i n  diameter and 
They could not be used on the D20 tank surface 



7 

The dosimeters were mounted i n  the sane posit ions as the neutron 
f lux dosimeters, separated by about 0.125 inch (0.318 cm) Rpom them. 
Table V l ists  the  dosimeter locations used i n  the four runs together 
with the measured gamma heating values. 
code i s  the same as the  one used i n  the neutron flux measurementso 

The location and s t a t ion  nmber 

Following the i r rad ia t ion ,  the  TLD's were counted and the r e su l t s  
were analyzed by a computer program. 
watts per gram at a reactor  power of 60 M W ~  

This gave the g m a  heating i n  

The MCIR-G was operated at 10 KW and a rod bank height of 16 inches 
(40.7 cm) f o r  20 minutes fo r  a l l  four xuns. 
analysis of the dosimeter measurements we given i n  tables X t o  Vo 
These tables l i s t  the  thermal neutron flux levels and the gama heating 
at a reactor  power of 60 MW fo r  each dosimeter posit ion,  
calculate  the f i s s ion  power generated, the following r e l a t ion  should be 
used. 
power i n  every gram of ~ 2 3 5 ,  

The r e s u l t s  of the computer 

I n  order t o  

A neutron f lux  of 2,13xlO13 neutrons/@m2-sec generates 1 KW of 

The uncertaint ies  i n  the  measurements we:: 2'21 percent i n  the 
absolute f lux  values, 215 percent i n  the r e l a t i v e  f l u  values2 that  is, 
i n  the  comparison of f lux  values between runsd and 523 percent i n  the 
gamma heating measurements * 

Neutron Flux Distribution 

Figures 6 t o  9 show the measured f lux  levels across the  horizontal  
midplane of MI-2 at 0, 8, 16 and 28 inches (0, 20.3, 40.7, and 71 cm) 
east of the reactor  core center l ine f o r  all four runs. These figures 
used t h e  measurements at locations 0, 8,  D, B, A, C, G, J, M2 N, and R. 
The 8-inch (20.3 cm) posit ion passes through the  center of  the 2-inch 
( 5  cm) long f ie1 pins,  Figures 10 t o  13 show the flu dis t r ibu t ions  i n  
the  a x i a l  direction. 
surface of the  experbent  capsule on the side facing the core (location D) 
while f igure 11 shows the ax ia l  flux distribut%on along the  experiment 
capsule axis (locat." on A) 
MI-2 ax is  (location J) while f igure l3 shows the  measured flux at loca- 
t i on  N, which is 4 inches (10 em) north of the  ET-2 a i s ,  
t o  13 include data fo r  %u. four runs, and figures 6, 7, 8, and 12 also 
include curves for  t he  unperturbed f lux levels i n  MI-2* 
measured previously by the MlB operating staff and we included here as 
a reference point f o r  the earperbental measurementss. 

The measurements i n  f igure 10 were made on t h e  

Figure 12 shows the flux levels abong the 

Figures 10 

These were 
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Effect of the D20. - Several r a t i o s  were calculated by compming 
runs 1 (with D,O) and 2 (with H20). These ratios represent an 

average along dosimeter locations parallel t o  the HT-2 axis ,  
replacing the l i g h t  water with D20 increases the average flux incident 
on the fue l  by a factor  of 2,4, 
r e s u l t s  a t  locat ions u1, u2, and U3> where the dosimeters were mounted 
on the  fue l  surface facing the  cores 
(locations VI, V2, and m), the  average f lux i s  2,3 times higher. 
i l a r l y >  the flux incident on the aluminum rod ( locat ion A),  which passes 
between the three  fuel pins along the capsule a i s ,  is  also 2.3 times 
greater  wi th  D20. 
(20.3 an) east of t he  reactor  core center l ine i s  2.5 times greater .  

F i r s t ,  

This was calculated by comparing the  

On the ins ide  of the f u e l  
Sim- 

A t  the HT-2 axis ( locat ion J) a the f lux  at 8 inches 

The grea tes t  e f f ec t  of  the  D20, however, occurs at locations more 
remote from the  core. 
north of the HT-2 axis ( locat ion E), the  f lux i s  11 times higher for  the 
D20 run than fo r  the l ight water run. 

On the horizontal  midplane, 4 inches (10 an) 

Figures 10 t o  13 show the fluxes i n  the three puns using D20 peak 
about 4 inches (10 cm) east of the core centerline.  
neutron absorption i n  the water outside the D20 tank, causing a flux 
depression just ins ide  the  tank. 

This  is due to 

Effect of  the s t a in l e s s  s t e e l  l i n e r ,  - The e f fec t  of the s t a in l e s s  
steel l i n e r  was calculated by comparing the results of runs 1 and 3 at 
locations A, B, C, U and V. This comparison shows that the s t a in l e s s  
steel l i n e r  reduces the f lux  ins ide  the l i n e r  by 40 percent i n  the 
region near t he  f'uel. 
east of the reactor  core centerline,  reaching 70 percent at 28 inches 
(71-cm) eas t  of the core centerline.  
t o  penetrate a greater thickness of s t a in l e s s  s t ee l ,  because at greater 
distances Srom the core the  neutrons me diffusing ax ia l ly  and on the 
average, strike the l i n e r  more obliquely. 

The drop increases at  dosimeter s ta t ions  fbr ther  

This i s  due to t he  neutrons having 

On the outside of the experiment capsule and l i ne r ,  the  perturbation 
due to the  stainless s t e e l  depends on the location. Since most neutrons 
come f'rom the reactor  core side, the side facing away from the core shows 
a reduction of the flux due to neutron absorption i n  the s t a in l e s s  s t e e l  
l i n e r  located between the dosimeter and the corer 
the flux drops 45 percent, while a t  the s ide  facing the core ( locat ion D), 
the drop is  only 9 percent. 
flux i s  28 percent lower, while at the bottom it is  35 percent lower 
( locat ion F). These averages are fo r  the region from 0 t o  16 inches 
(0  to 40.6 an) east o f  the core centerline,  

A t  t h i s  locat ion (G) 

O n  the  top o f  the c a p d e  ( locat ion E) the  

Comparing the  measurements inside the s t a in l e s s  steel tube simula- 
t i n g  the coolant gas flow guide ( locat ion TT) with those on the center rod 
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( locat ion A) i n  run 4 allows the calculation of the f lux  drop across 
the tube. 
lower at the inside.  

Using the average of the three tubes, the flux is 10 percent 

e - The average f lux  
denum she13 i s  about 

20 percent. 
the  outside of the shell  ( locat ion B) with those on the ins ide  (loca- 
t i on  A) i n  run 4. The e f fec t  of the s t a in l e s s  steel tubes simulating 
the coolant gas flow guides was neglected for  t h i s  cornpaxison., 

This r e s u l t  i s  obtained by comparing the f lux  levels on 

Effect of the fuel. - The presence of the fuel pins  a f f ec t s  only 
the region i n  the  v i c in i ty  of  the &el pins,  
the  pins,  the fie1 surface and between the three fuel pins are con- 
sidered. Al.1 compwisons are m a d e  at the  fuel midplane, that is, a 
plane perpendicular t o  the HT-2 axis and 8 inches (20.3 cm) east of t he  
reactor  core center l ine 

Effects  at  the center of 

A comparison of runs 1 and 4 ( see  tab les  I and I V )  shows tha t  the  
flux l eve l s  fo r  run 4 are higher at dosimeter locations north of the 
HT-2 axis ( locat ion 0) &nd lower at locations south of the axis (loca- 
t i on  R )  than the f lux  leve ls  o f  run l. 
f lux  l eve l s  above the HT-2 axis ( locat ion P) and lower leve ls  below it 
( locat ion Q) than run 1. 
4 crossing each other near the D20 tank center l ine,  
the  tank has been rotated.  It has been estimated that a ro ta t ion  of 
the top of the D20 tank about 5 degrees towwd the core i n  run 4 would 
account for  t h i s  e f f ec t .  
1 and 4, the ro ta t ion  had t o  be taken i n t o  account, 

Similarly, run 4 has higher 

Figures 6 t o  9 show the curves for  runs 1 and 
This indicates  t ha t  

I n  order t o  m a k e  comparisons between runs 

The measured f lux  leve ls  i n  both runs should be the same everywhere 
Comparing the measured f lux  values along the cap- 

This factor  i s  applied t o  the measurements i n  run 4. 

except near t he  fuel .  
sule  center l ine ( locat ion A) between the  two runs r e s u l t s  i n  a correc- 
t i o n  factor  of l.l9* 

The f lux  drop a t  the  experiment capsule center l ine (dosimeter A-8) 
due t o  the presence of the fuel p ins  i s  31 percent when using the cor- 
rected measurements fo r  run 4. 
f u e l  ( locat ion V) i s  34 percent lower. This value i s  useful  when it is  
necessary t o  estimate the e f f ec t s  of  a fueled experiment, and only data  
for an unfueled run w e  available. 
(runs 1 t o  3)>  the r a t i o  o f  the flux incident on the fuel t o  the  f lux  a t  
the center of the fuel pin was 2,9 : 1. 

Similarly, the flux at the  surface of the 

For the three runs using fuel 

I n  regions north of  the experiment capsule centerline,  the measured 
flux leve ls  are higher f o r  run 2 wi th  H20 than the flu leve l s  i n  the 
empty test hole flooded with H20 (unperturbed ease). This i s  shown i n  
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f igure 12 fo r  location J, the €IT-2 centerline.  Here, the par t ia l  void 
i n  the experiment capsule permits more neutrons t o  t r a v e l  fur ther  from 
the core before they are absorbed, resu l t ing  i n  a higher flux l e v e l  
n e w  the capsule, 

Gamma Heating Distribution 

Figure 14  shows the r e s u l t s  of the  gamma heating measurements 
along the  experiment capsule axis ( locat ion A) 
perturbed cases were extrapolated from previous measurements by the 
MUR staff. 
presented i n  table V. 
l a rge  uncertainty ( e 3  percent) only the f i t t ed  curves are shown. 
do, however, show the  general pa t te rn  of tLe gamma heating dis t r ibut ion,  
such as the increase i n  the v i c in i ty  of the  f u e l  pins due to the sec- 
ondary gamma radiat ion produced by the f i ss ions  i n  the mock-up fuel pins. 

The curves f o r  the  un- 

The gamma heating values measured i n  the  experiments are 
Due t o  the  sca t t e r  of the measurements and the  

They 

The measured gama heating at the capsule axis ranged from about 
3.5 watts/gram at the  core center l ine t o  about 0.3 watts/gram $,t 28 
inches (71 cm) east of the core center l ine* The htgh gamma heating 
rates measured near the fuel midplane between the three fuel pins are 
applicable only i n  the  regions very near the fue l  pins ,  Here the gamma 
heating reached as high as 8,47 watts/gram between the three fuel pins, 
and 15.1 watts/graan ins ide  the fuel pins at a reactor  power o f  60 
However, at  points more than 2 inches ( 5  cm) away from the fuel, the 
contribution from the  secondary gama radiat ion becomes negligible.  

SUMMaRY OF RESULTS 

Four experiments were run i n  the  Plum Brook Mock-up Reactor i n  the 
These experiments were run t o  determine the  e f f ec t s  o f  HT-2 test hole. 

D20 on the thermal neutron f lux  i n  a fueled experiment capsule surrounded 
by D20 contained i n  an aluminum tank. The following r e s u l t s  were obtained: 

1. Replacing the H20 with D20 increases the themp neutron f lux  
incident on the  fuel 2.4 times t o  4.13xJ.013 neutrons/an -8ec at  60 MW. 

2.  The D20 increases the  f l u  at the  center of  the f u e l  by a fac- 
t o r  of 2.3 to 1.22~1013 neutrons/cm2-sec at 60 MW. 

3. The neutronflux at the center l ine of  the t e s t  hole was by a 
fac tor  o f  2.5 higher at 5,27x1013 neutrons/m2-sec at 60 MN when D20 was 
used. 



4. A t  t h e  s i d e  facing away from t h e  core, t h e  D20 increased 
flux about a f a c t o r  of 11 t o  3 . 5 ~ 1 0 ~ 3  neutrons/cm2-seco 

5. An 0.250-inch (0.635-cm) th ick  stainless steel capsule l i n e r  
lowered t h e  flux on t h e  i n s i d e  of  the capsule by 40 percent, while t h e  
molybdenum s h e l l  of t h e  f u e l  holder caused a flux drop of about 22 
per cent. 

6, Twenty-seven grams of U235 contained i n  t h r e e  2-inch ( 5 - a )  
long fuel p ins  r e s u l t e d  i n  t h e  following flux depressions new t h e  fuel. 
A t  t h e  capsule axis between t h e  fuel pins,  t h e  flux dropped 31 percent. 
On t h e  surface of t h e  f u e l  pins,  the flux was lowered by 34 percent. 
The r a t i o  of t h e  flux incident  on t h e  surface o f  t h e  &el to t h e  flux 
at t h e  center of t h e  f u e l  was 2.9 : 1, 

7. The g a m a  heating at  t h e  capsule axis ranged f r o m  3.5 watts 
per gram at 60 Eylw new t h e  core centerline t o  about 0.3 watt per gram 
at 60 MW at 28 inches (71 cm) east of  t h e  core centerline. 
heating near t h e  f u e l  was higher due t o  f i ss ioning  in t h e  f u e l  pins.  

The gamma 
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(a) Side view at core north-south vertical midplane. ’ 

Figure 1.- Mockup reactor. (Al l  dimensions are in inches (cml.) 
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Figure 3.  - Cross section of the 10 inch ( 25,h centimeter ) diameter 
D20 tank showing the dosimeter locations. 



Figure 4. - Cross sec t ion  of the  experiment capsule  showing t h e  dosimeter 
loca t ions .  
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